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Chemical Analysis:  No.:  

Type of process:  Type:  

Image Properties 
Magnification : 100X Size : 582 * 458 
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Statistic phase fraction 

Area μm2 Percentage Name 
579122.132 4.58 % Phase 1 

12055391.239 95.42 % Retained Phase 

 


